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Report No.: S170709054_2      02 August 2017

APPLICANT:      KORECA CO LTD (C33967)

#1093-2 WORAM-DONG, DALSEO-GU,
DAEGU 

Date of receipt          

Testing period  

:25 July 2017

:01 Aug. 2017

:01 Aug. 2017Buyer: --

Reference no.        :Handmax gloves,nylon,NBR coating,13 gauge
Test(s) requested

Brand / Section               

Season         

Product category  

Product type      

Supplier name

Test stage       

:--

:--

:FIRST TEST

:--

:--

:--

:--

:--End use       

:--Exported to

For CE Marking : Yes

:--Previous report  

:--Factory code

:--Factory name       

Service                   :REGULAR

1. Conclusion:

Tests description Conformity

EN 388/EN 420

 1 Level 4Abrasion resistance : 2016

 2 Level 1Cut resistance : 2016

 3 Level 2Tear strength resistance: 2016

 4 Level 1Puncture resistance: 2016

 5 PasspH - Textile (KCl solution)

 6 NoneSizing

 7 Level 5Dexterity

Pass: requirements met      Fail: requirements not met     None: no requirement for this test     N/A: not applicable

Approved by

Henry YAN Tony SHU

Chemical lab supervisorLaboratory Supervisor

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.
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Analyzed productSize

Glove

Sample informationDescription

Whole glove

Black palm

Black/blue back

Black cuff

2. Sample(s) description assigned by laboratory:

170709054

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.
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3.  Glove/

Whole glove

Method ConformityResultUnitClient 

Requirement

 5.1.2.    Sizing EN 

420:2003+A1:2009
(+)

Size 5 

Total length of the glove 210mm

 5.2.    Dexterity EN 

420:2003+A1:2009
(+)

Smallest diameter of the pin picked up 5.0mm

Performance Level 5 

Black palm

Method ConformityResultUnitClient 

Requirement

 4.1.    Abrasion resistance : 

2016

EN 388 : 2016(+)

Deviation from the test method No 

used consumables - abrasive Klingspor PL31B Grit 

180

 

used consumables - adhesive 3M Scotch 

Number of cycles at the hole detection >8000 

Number of cycles at the hole detection (2) >8000 

Number of cycles at the hole detection (3) >8000 

Number of cycles at the hole detection (4) >8000 

Performance level 4 

 4.1.    Cut resistance : 2016 EN 388 : 2016(+)

Deviation from the test method No 

used consumables - canvas LEM 6 

used consumables - blade OLFA RB45 

C1 0.9 

T1 0.3 

1C1 0.9 

I1 1.3 

C2 0.9 

T2 0.3 

1C2 0.8 

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.



TEST REPORT

Page 4/6

Report No.: S170709054_2      02 August 2017

APPLICANT:      KORECA CO LTD (C33967)

Method ConformityResultUnitClient 

Requirement

I2 1.4 

C3 0.8 

T3 0.3 

1C3 0.9 

I3 1.4 

C4 0.9 

T4 0.7 

1C4 0.9 

I4 1.8 

C5 0.9 

T5 0.6 

1C5 0.9 

I5 1.7 

Mean value of test piece 1 1.5 

C1 bis 0.8 

T1 bis 0.6 

2C1bis 0.9 

I1 bis 1.7 

C2 bis 0.9 

T2 bis 0.6 

2C2bis 1.2 

I2 bis 1.6 

C3 bis 1.2 

T3 bis 0.3 

2C3bis 1.2 

I3 bis 1.3 

C4 bis 1.2 

T4 bis 0.3 

2C4bis 1.2 

I4 bis 1.3 

C5 bis 1.2 

T5 bis 0.2 

2C5bis 1.2 

I5 bis 1.2 

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.
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Method ConformityResultUnitClient 

Requirement

Mean value of test piece 2 1.4 

Considered value 1.4 

Performance level 1 

No comment 

 4.1.    Tear strength 

resistance: 2016

EN 388 : 2016(+)

Tear strength 43N

Tear strength (2) 42N

Tear strength (3) 42N

Tear strength (4) 42N

Performance level 2 

 4.1.    Puncture resistance: 

2016

EN 388 : 2016(+)

Puncture resistance 47N

Puncture resistance (2) 55N

Puncture resistance (3) 52N

Puncture resistance (4) 48N

Performance level 1 

 4.3.2.    pH - Textile (KCl 

solution)

PassEN ISO 3071:2006(+)

pH value 7.3 3.5< - <9.5

Black/blue back

Method ConformityResultUnitClient 

Requirement

 4.3.2.    pH - Textile (KCl 

solution)

PassEN ISO 3071:2006(+)

pH value 7.4 3.5< - <9.5

Black cuff

Method ConformityResultUnitClient 

Requirement

 4.3.2.    pH - Textile (KCl 

solution)

PassEN ISO 3071:2006(+)

pH value 7.4 3.5< - <9.5

END OF TEST REPORT
(+)CNAS accreditation

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.
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Table of Performance Level for Glove

Performance LevelTest Item
0 1 2 4 53##

Abrasion Resistance (EN 388)
---80002000500100<100Number of cycles (minimum)

Blade Cut Resistance (EN 388)
20.010.05.02.51.2<1.2

Index (I) (minimum)

Tear Resistance (EN 388) ---75502510<10
Force (N) (minimum)

Puncture Resistance (EN 388) ---1501006020<20
Force (N) (minimum)

Dexterity (EN 420) 5.06.58.09.511.0---
Diameter of pin (in mm)

Performance level 0 means the glove falls below the minimum performance level for the given individual hazard##

This test report in version S170709054_2 supersedes the report S170709054_1

The report is issued by CTC Shanghai  under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Shanghai  for more than 6 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.  

CNAS has accredited the laboratory under the China National Accreditation Scheme (CNAS) for specific laboratory activities as listed in the CNAS directory 

of accredited laboratories. The results shown in this report were determined by the laboratory in accordance with its terms of accreditation.


